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3-off 14mm Thick Sheet Piles
Ref: Nippon 1/2mm 3w Cast No: ZBK 109

BS EN 10248 Pt1 & Pt2 Grade S430GP

Item -

Specification

REF No

Page

Ord No

Date Tested
Date Reported

Exova

N 001834 :lssue 1
10f2

9999/13097

14/07/10

22/07/10

Position Details Comments
001:Components SAMPLE 1 2 Locations See Certifcate Comments
002:Components SAMPLE 2 2 Locations See Certifcate Comments
003:Components SAMPLE 3 2 Locations See Certifcate Comments
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Dimensions Area GL 0.20%PS UTsS %E1 $RA Comments
[mm] tom?] | Comd | CN/mm23 | ON/w®)
004:Longitudinal B.21x 12.45 102.21 50.00 448 553 32.0 N/A Sample 1
Specification Minimum 430 510 19 2
Specification Maximum = 4 x 2

Position Dimensions Denomination | Test Temp | Energy Absorbed | Average | Comments
[mm] %1 [JouTes] [Joules]
005:Longitudinal N/A 10x10x2V N/A 0.0 154, 141, 148 148 Sample 1

Nominal energy

of striker : 294.2 Joules

£ [%] | Si (%1 |P [%] [%1 [¥1|Mo [¥I|Ni [¥1|Cu [¥I|(Nb [%I|V [%] | Comments
006: 0.15 0.14 1.36 0.020 0.010 0.03 0.01 0.02 0.03 0.01 <0.01 | Sample 1
Sp Min - - - - - - - - -
Sp Max 0.27 0.60 1.70 0.050 0.050 - - - - - -

CEV [%]|N (%] Comments
006: 0.39 0.003 Sample 1
Sp Min - -
Sp Max - 0.011

Certificate Comments

This document may not be reproduced other than in full, except with the prior written

Chemical analysis carried out by a Exova Salford Materials Testing

of the issuing lab

These results pertain only lo the item(s) tesled as sampled by the client unless otherwise indicated

The conlents of this report ane govemed by fhe lerms and condiions overect.
Regsierad Office: Exova (UK) Lid, Lochend indusirial Esiate, Newtridoge, Miclohion, EH28 8PL. Uned Kingdom. Reg No. 5C 70429
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Sheet Piling (UK) Ltd REF No N001834 :lssue 1
Oakfield House Page 2

3-off 14mm Thick Sheet Piles

Ref: Nippon 1/2mm 3w Cast No: ZBK 109

Certificate Comments

approved sub-contractor.
Mg%Eod of analysis used :-0ES,Fusion(N+0)

Dimensional Checks to BS EN 10248 Pt2

Sample Location Height Width Thickness InterJock Profile(Type 1)

Top Side Hook (a) Opening(b)”a-b
T 1 200 6%0 13.58 9.43 39.13 14.30 24.83
1 2 200 628 13.48 9.41 39.88 14.68 25.20
2 1 200 30 13.61 9.03 27.06 14.81 12.25
2 2 200 230 13.82 8.96 31.12 14.42 16.70
3 1 202 29 13.67 9.80 29.81 13.51 16.30
3 2 200 830 13.40 9.19 31.35 15.?0 12.65

A1l dimensions specified in mm.
A1l dimensional checks are outside the scope of our UKAS Accreditaion.
Material properties re%orted comp1¥ gith the requirements of the

e

specification for the estingEcgr‘rf d g%t.
---------------------------- nd of Text ------ccommmm

Tested by Exova Teesside & VI,
Ashley Griffiths 5N behalf of
Exova (UK) Ltd
This document may not be reproduced other than in full, except with the prior written of the issuing

These results pertain enly o the ilem(s) lesled as sampled by the clien! unless otherwise indicated




