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Cu . | Stam =T R
stomer Name/Address Suaal) 536 5 P Certificate No. 041904/18 il Balgd A8
SHEET PILING (UK) LTD j
PO Box No. ,Lancashire,England Dats [of Essue 18/07/2018 Sl
GB Dispatch No. 80301053 aul Al ',§J
Commodity: Sheet Piles Asladl Sales Order No. 25005212 g phdl pal A8
Specification: gy EN 10248-1:1996 S355GP Cilical gall PO. No. RedScar/M/0230 £l 38 ath a8
--?_ Dimensions .\Ln._.‘\h Mechanical LSSl Jaiiadl Chemical Composition (%) (%) 2__,3\_.._5“ oaliaill
3 | Length Jobl | dakay | Gied duall daglia | Laglia i Botalifiasall 5] cuns |Costio | et | sghad | cuns | ciad | gss | aesS | pssustea] agaith | aps | 0 o] g | 28 [l 2
[N ] Uiy Gt
mm x mm x (kgs/m) Yield |Tensile| Total Impact(j)
Stress | Stress Elongation] Average of 3
o Piecas] Weight Cast fGauge Len.[Charpy Impact . . .
E (MT) No. (N/mm?) | (9/mm?)| 5.65Vs0 Temp (C) (o Si | Mn P S Cu | Ni | Cr | Mo v Nb Sn Ti N al CEV
2 (%) cp | ava
Requirements | Min
Max
ESZ26-700X460X96.7 15M 17 |24.669| 2055453 | 380 527 32.2 0.1710.197}1.084[0.0060.014|0.0050,011)0.014/0.001[0.005[0.001|0.001{0.001 [0.010 p.000 |0.357
2 |ESZ26-700X460X96.7 15M 10 |14.512| 2055454 | 396 537 30.3 0.171)0.21 .0530.006 0.014(0.0050.0110.014|{0.001|0.006|/0.0010.002/0.001 [0.012 p.000 |0.353
3 |ESZ26-700X460X96.7 15M 7 |10.156| 2055455 | 383 519 32.3 0.1730.2141.0390.005(0.015[0.0050.011§0.013{0.001|0.005/0.001 {0.002/0.002 [0.010 p.000 [0.351
4 |ESZ26-700X460X96.7 15M 4 |5.806| 2055456 | 399 535 30.8 0.176/0.2200.091/0.008/0.010|0.00510.0110.0160.001[0.013(0.001{0.002/0.002 [0.012 [.000 |0.364
Hokes - Cyiin Lo Mo+, | NiviCu Test Method: ASTM E415 / BS EN ISO 6892-1 EN 10204 Certificate on Material Test 3.1
6 5 15 Fully Silicon Killed Steel
l;.:;';‘:..‘.‘::."c aMe | Aand gall clinal pall canaa W LGA1 § lgaiual a3 (Al 3 galt o 2gaii ,/—\é’\?/
Mwattzh, i
i"’%ﬁ We here by certify that the material has been made and tested in accordance with
AN 1004822 r3) . 3 »
m‘,:_ﬂ the above specification and also with the requirements called for the above order Tae Hee Gong
This Certificate is generated electronically Manager TSD
* This MTC is issued against the Provisional MTC : 041858/18 dated
TSD-FM-042 Issue No.
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